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Result:

1.ISO 20126:2012 Brush

Test method: ISO 20126:2012 dentistry-manual toothbrushes-general requirements and test
method-Safety requirements for manual toothbrushes

Clause Test Item Result

4.1 Pass-Fail criteria P

4.2 Physical inspection P(29.3N)

4.3 Tuft retention P

4.4 Fatigue resistance P

4.5 Chemical challenge P

4.6 Handle impact strength P

7 Marking and labeling NR

8 Packaging NR

Note: P=Pass; F=Fail;
NA=Not Applicable
NC = Not Conducted;
NR = Not Requested

Sample ID. Test Part Description
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